
Solid State Ionics 359 (2021) 115531

Available online 9 December 2020
0167-2738/© 2020 Elsevier B.V. All rights reserved.

Co oxidation state at LSC-YSZ interface in model solid oxide 
electrochemical cell 

Fabrizio Gaulandris a, Luise Theil Kuhn a, Jakob Birkedal Wagner b, Simone Sanna a,1, Søren 
Bredmose Simonsen a,* 

a DTU Energy, Technical University of Denmark, Fysikvej, DK-2800 Kgs. Lyngby, Denmark 
b DTU Nanolab, Technical University of Denmark, Fysikvej, DK-2800 Kgs. Lyngby, Denmark   

A R T I C L E  I N F O   

Keywords: 
SOFC 
SOEC 
LSC 
YSZ 
Environmental STEM 
EELS 

A B S T R A C T   

Oxidation states of cations in a perovskite structure play an important role for conductivity in solid oxide 
electrochemical cells. For bulk materials oxidation states can be calculated for specific conditions, but is not well 
understood for micro− /nanostructured materials and at interfaces between materials. We present a fundamental 
study of interfaces between La0.6Sr0.4CoO3-δ (LSC) and yttria-stabilized zirconia (YSZ) in symmetric model solid 
oxide electrochemical cells. Nanoscale morphology as well as the chemical state of the LSC are investigated by 
scanning transmission electron microscopy (STEM) and electron energy loss spectroscopy (EELS). The experi-
ments were performed in situ at temperatures up to 600 ◦C in high vacuum (ca. 10− 7 mbar) and in 2 mbar 
oxygen. The measured LSC Co oxidation at room temperature is lower than that expected for bulk LSC, indicating 
a high oxygen vacancy density and possibly high ionic conductivity. However, the Co oxidation state increases 
with increasing temperature, both in oxygen and in vacuum. The results shows that the Co oxidation state 
approach that expected for bulk LSC for typical solid oxide fuel or electrolysis cell operation temperatures.   

1. Introduction 

The mixed ionic and electronic conductor perovskites La0.6Sr0.4-

CoO3-δ (LSC) and La0.6Sr0.4Co0.2Fe0.8O3-δ (LSCF) have recently received 
increasing attention as oxygen electrodes in solid oxide electrolysis and 
fuel cells (SOEC/SOFC) [1–5]. This is partly due to a relatively high 
conductivity at low operation temperatures (500–700 ◦C) compared to 
the typical operation temperature of ca. 850 ◦C for state of the art 
SOECs/SOFCs [2,4,5]. The conductivity can be improved further by 
combining LSC or LSCF with other oxides such as gadolinia-doped ceria 
(CGO) [1], for example as multi-layered structures [3]. Nano-structuring 
appears to play a significant role for the enhanced conductivity [3], and 
the electrochemical properties are sensitive to the oxide composition 
and microstructure at interfaces [1]. 

In an SOEC/SOFC, the oxygen electrode will share an interface with 
the electrolyte. Yttria-stabilized zirconia (YSZ) is a state of the art 
electrolyte in SOECs/SOFCs due to high ionic conductivity at elevated 

temperatures and very low electronic conductivity. 
At elevated temperatures segregation can take place across the LSC- 

YSZ interface and results in formation of La2Zr2O7 [6]. The thermody-
namic stability of pure LSC and its Co oxidation states, have been widely 
studied at different conditions, mainly for bulk samples, and the relation 
of the oxidation states to temperature and oxygen pressure have been 
described [7–10]. The oxygen vacancy concentration is related to the 
fraction of the transition metal mixed valence. The amount of oxygen 
vacancies, δ, in for example La0.6Sr0.4CoO3-δ, increases with decreasing 
oxygen partial pressure and the increase of temperature [11]. The 
average valence can be calculated for different temperatures, oxygen 
partial pressures and percentage of strontium doping, and is for example 
Co3+ for La0.6Sr0.4CoO3-δ when the partial pressure of oxygen is 10− 4 

atm, and the temperature 800 ◦C [12,13]. 
For a perovskite, the cation oxidation state can vary from bulk to 

grain boundary [14,15], and further it is not well understood how LSC at 
or near an LSC-YSZ interface is influenced by the presence of YSZ. In 
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particular, how such an interface influences the stability and oxidation 
states at different temperatures and varying oxygen pressure. 

Information of oxidation states is available from electron energy-loss 
spectroscopy (EELS). The L23 or M45 edges of transition metals have two 
characteristic peaks called white lines. The intensity ratio of the white 
lines depends of the number of electrons in the final 3d or 4f state and 
scales for some metals, such as Co, with the oxidation state [16]. Mea-
surements of the Co L23 white line ratio is therefore one route for 
obtaining the Co oxidation state. 

An alternative route, suggested by P. Müller et al. [17] is to measure 
relative shifts of the white line peak position. They managed to correlate 
the measured energy difference between the L2 and L3 white lines of Co 
to a change in Co oxidation state [17]. This method is not as well- 
established as using the white line ratio, and Müller et al. comments 
that “one has to accept at present that the expected dependence of the 
Co-valence state on the white-line distance is unknown which limits the 
accuracy of the method.” [17]. 

Compared to spatially averaging methods such as XPS or EXAFS, 
much higher spatial resolution (< 1 nm) is possible to obtain by 
combining EELS with scanning transmission electron microscopy 
(STEM) [16]. By using an environmental STEM (ESTEM) information 
about the influence of reactive gasses around the interface is accessible. 

Here we present a study of LSC-YSZ interfaces in a symmetric model 
SOEC/SOFC. Temperature-dependent nanoscale changes are charac-
terized by environmental STEM. To investigate the possible influence of 
oxygen, the environmental STEM experiments were carried out both in 
vacuum and in O2. Segregation and intermixing across the LSC-YSZ 
interface as well as the chemical state of the LSC were investigated by 
EELS. The analysis particularly focus on the Co oxidation state. 

2. Materials and methods 

2.1. Sample preparation 

A symmetric model solid oxide fuel/electrolysis cell was prepared by 
pulsed laser deposition (PLD). A substrate of 1% Niobium doped SrTiO3- 

δ (STN) single crystal (growth direction (100) was used. On top of the 
STN, 300 nm of La0.6Sr0.4CoO3-δ (LSC), 300 nm of ZrO2: 8% mol Y2O3 
(8YSZ), and finally 300 nm of La0.6Sr0.4CoO3-δ (LSC) was deposited. The 
LSC/YSZ/LSC layers were grown using a multi-target carousel. The film 
thicknesses were chosen in order to avoid pinholes. The PLD chamber 
was evacuated to a base vacuum of 1 × 10− 8 mbar before the deposition. 
During the deposition the substrate temperature was 450 ◦C and oxygen 
partial pressure was 10− 4 mbar. A KrF excimer laser (Coherent Lambda 
Physik GmbH) with a wavelength of 248 nm and pulse duration of 25 ns 
was focused on the target. The laser energy density was kept constant at 
4 J cm− 2 with a repetition rate of 30 Hz. The deposition rate for LSC and 
YSZ was 0.01 nm per pulse. These PLD growth conditions hinder the 
formation of secondary phases [18]. 

2.2. Environmental STEM-EELS 

Two STEM specimens were prepared from the same symmetric 
model cell by thinning with a focused ion beam (FIB) using a FIB-SEM 
Zeiss Crossbeam 1540XB equipped with a field-emission gun. The 
specimens were attached by platinum deposition to a molybdenum TEM 
grid for the experiment conducted in vacuum and to a stainless steel 
TEM grid for the experiment conducted in oxygen. 

Two different microscopes, both with a field-emission gun and a 
Gatan imaging filter (GIF) for EELS observation were used at an accel-
erating voltage of 300 kV. An environmental TEM (ETEM) Titan 80–300 
(FEI) equipped with a differential pumping system and an image aber-
ration corrector [19] was used for the experiment conducted in oxygen. 
A Titan 80-300ST TEM with a probe aberration corrector was used for 
the experiment conducted in vacuum. Both microscopes where operated 
in high angle annular dark-field (HAADF) STEM mode. The camera 

length was 48 mm, the EELS entrance aperture 2.5 mm, convergence 
and collection semi-angles are 18 mrad and 8 mrad, respectively. A GIF 
was used in combination with STEM to record spectrum images during 
specimen heating. A Gatan double tilt heating TEM holder was used to 
heat the specimen in both in situ experiments. 

Two heating experiments were conducted, one in high vacuum (ca. 
10− 7 mbar) and one in 2 mbar of O2 (AGA 6.0). It should be noticed that 
this is a low gas pressure compared an oxygen partial pressure of maybe 
a factor of 100 higher in the oxygen electrode side of an industrial type 
solid oxide cell. This is due to a limitation of the Environmental TEM 
which only allow for gas pressures of a few mbar. The present results 
may therefore show trends in the material behavior, while the magni-
tude of the effects can be more dramatic in the industrial cells. In both 
experiments, temperatures were ramped in steps of 100 ◦C by 10 ◦C/min 
from room temperature to 700 ◦C. At each step, the temperature was 
kept constant for ca. 120 min to record STEM spectrum images and to 
stabilize the system from thermal drift. The energy resolution in both 
microscopes was ca. 1.2 eV. A dispersion of 0.5 eV/channel was applied. 

2.3. EELS data analysis 

In order to compensate for energy drift, a spectrum image alignment 
by peak (option available in the Gatan’s Digital Micrograph™ software) 
was carried out using the onset of the O–K edge, since this edge was 
present in all the oxides under analysis. 

Fig. 1a presents an example of a spectrum image where each pixel 
includes an EELS spectrum. To increase the signal-to-noise ratio, the sum 

Fig. 1. a) example of a typical spectrum image map obtained from the spec-
imen. Each pixel contains an EELS spectrum. The orange boxes represent the 
number of pixels averaged to obtain the spectrum used for the calculation of the 
intensity ratio of Co white lines. b) example of a typical extracted spectrum 
(green curve). A step function was fitted (black line), to remove the background 
intensity of the peaks. The slope of the step function was estimated fitting the 
spectrum after the Co L2 edge (red line). 
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of spectra from more pixels were used in the analyses, for example, all 
pixels in the orange boxes where used for white line ratio analysis 
(Fig. 1a). 

Fig. 1b presents the sharp Co-L3 and L2 edges, the so-called white 
lines. The intensity ratio of the white lines was estimated using the 
method from Pearson et al. [20]. First, the power law fitted background 
was removed and the remaining background intensity under the peaks 
was modelled with a double step function dispatched in Fig. 1b, black 
line. The ratio of the steps was 2:1 in accordance with the multiplicity of 
the initial state (four 2p3/2 electrons and 2p1/2 electrons). The slope of 
the step function was estimated by fitting the post Co-L2 edge spectrum 
(red line), before the influence from the forthcoming La-M4 edge. The 
intensity of the Co edges was calculated as the difference between the 
spectrum and the step function. 

Multiple scattering effects could unfortunately not be removed by 
Fourier ratio deconvolution [16] because low-loss spectra were not ac-
quired in order to save time in the relatively long in situ experiments. 
The absolute values of the white line ratio are therefore not exact and 
the analysis will emphasize the relative changes observed. 

3. Results 

Fig. 2 presents a series of environmental HAADF-STEM images 
recorded at the temperatures RT, 200 ◦C, 400 ◦C and 600 ◦C in oxygen 
(2 mbar) and in vacuum (ca. 10− 7 mbar). In each image from right to 
left, the first LSC layer deposited on the STN substrate (LSC1), YSZ and 
the second LSC layer deposited on YSZ (LSC2) is observed. 

The image contrast reveal the three layers with YSZ being slightly 
darker than the LSC layers. The interfaces between each layers are seen 
as sharp vertical lines. On top of this, a number of bright regions are 
observed in all layers, but mostly pronounced in the YSZ and for the 
sample in oxygen. The shape, size and position of these bright regions 
change from image to image. We interpret these features not to indicate 
morphological changes to the LSC and YSZ, but to indicate dislocations, 
stacking faults and possibly grain boundaries in columnar structures 
[21,22]. The changes in the appearance of the features as a function of 
temperature is likely due to thermal expansion. Some of the more 
rounded features are possibly carbon contamination. In oxygen those 

features are not observed at the highest temperature where carbon is 
expected to oxidize. 

A morphology variation is observed for the sample in oxygen. At 
400 ◦C the LSC crystal structure appears to break up into a fine nano-
grain structure, which becomes more visible at 600 ◦C (indicated by 
white arrows). A similar nanograin structure is barely visible in vacuum 
even at 600 ◦C. These observations are consistent with our previous 
observations [18] and indicate that the LSC stability decreases with 
increasing oxygen pressure at elevated temperatures. 

According to Fig. 2, only minor morphological changes are induced 
by heating, both vacuum and oxygen. We will now focus on changes in 
chemistry as a response to the change in temperature. 

Fig. 3 presents two different ways to analyze Co oxidation states. The 
Co white line intensity ratio can be used as an indicator of the Co 
oxidation state [23]. Fig. 3a presents white line ratios at different tem-
peratures for LSC1 and LSC2 in the symmetric model cells exposed to 
oxygen or vacuum. Known intensity ratios obtained from standards with 
specific Co oxidation states are indicated by dark grey areas [23,24]. 
According to Fig. 3a, the oxidation state for Co in LSC increases for 
increasing temperature above 400–500 ◦C. 

Fig. 3b shows the energy difference between the Co-L3 and Co-L2 
white lines for LSC in oxygen and in vacuum as a function of tempera-
ture. Measurement errors for edge energy differences are based on the 
estimated accuracy of the fitting procedure. There is some scattering of 
the data points, but the overall trend in both gas environments is a 
decreasing energy difference for increasing temperature above ca. 
400–500 ◦C from ca. 15.3 eV to 14.8 V. A previous study correlated a 
decreasing energy difference from 15.4 eV to 14.5 eV to an increase in 
the Co oxidation state from Co2+ to Co3+ [17]. 

Both the analysis by white line intensity ratio (Fig. 3a) and the 
analysis by relative Co peak energy differences (Fig. 3b) leads to the 
same conclusion of increasing Co oxidation state as a function of tem-
perature above 400–500 ◦C. This means that Co is oxidized at temper-
atures above 400–500 ◦C, not only in an oxygen atmosphere, but also in 
high vacuum. 

Fig. 4 shows Co-L2,3 and O–K edges at various temperatures for LSC 
in vacuum and oxygen. The spectra are generally similar to previously 
reported EELS measurements [25–27]. 

Fig. 2. A series of environmental HAADF-STEM images recorded at the temperatures RT, 200 ◦C, 400 ◦C and 600 ◦C in 2 mbar oxygen and in vacuum (ca. 10− 7 

mbar). The orange boxes represent areas where the spectrum images were recorded. The red arrow indicates the position of a bright contrast carbon contamination 
present on the surface of the sample in the spectrum image area. For the specimen exposed to oxygen, structural changes at 600 ◦C are indicated by white arrows. 
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For the Co-L3,2 edges, increasing the temperature both in vacuum 
and oxygen leads to broadening (fig. 4a–b) which can indicate an in-
crease in oxidation state for transmission metals [15,23]. In perovskite 
compounds, the O-K edge fine structure generally form three main peaks 
[15,28,29] shown by numbers 1, 2 and 3 in Fig. 4c–d. Peak 1 identifies 
excitation from O 1s electrons to 2p unoccupied states hybridized with 
Co 3 states, while peak 2 identifies hybridization with Sr 4d and La 5d 
states and peak 3 with Co 4 s and 4p states, respectively [29–31]. 

Fig. 4 shows that in vacuum, peak 1 increases with temperature, 

while the others remain constant. An increase in the first peak indicate 
oxidation [15]. In oxygen, on the other hand, only peak 3 increases with 
temperature, which could indicate oxidation of other transition metals 
than Co [29]. It can therefore be speculated that LSC near YSZ in oxygen 
partly transforms into other compounds involving La and Sr. 

It should be noticed that both in oxygen and high vacuum and for all 
temperatures, analysis across the specimen of the background- 
subtracted edge intensities did not indicate segregation of La, Sr, Co, Y 
or Zr (not presented). 

Fig. 3. a) Co white line ratios as a function of temperature for Co in LSC. Known intensity ratios for specific Co oxidation states are indicated by dark grey areas [24]. 
b) Relative energy differences between Co-L2,3 edges as a function of temperature. Since plural scattering is not removed from the present spectra the values can only 
be approximately compared to those in the grey areas and it is more the trend in data that is important than the absolute values. 

Fig. 4. a–b) Co-L2,3 edges for LSC1 in (a) vacuum and (b) oxygen at different temperatures. c–d) O-K edges for LSC1 in (c) vacuum and (d) oxygen at different 
temperatures. (a) and (b) present data used for the analysis presented in Fig. 3. 
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4. Discussion 

When Sr2+ is introduced to substitute La3+ cations in LSC the excess 
of negative charge due to its lower valence is compensated by oxidation 
of Co3+ to Co4+ and creation of oxygen vacancies as proposed firstly by 
Jonker and van Santen [32]. 

According to Fig. 3, at room temperature Co has a lower oxidation 
state than expected for the bulk LSC, apparently close to Co2+. This is the 
case both in high vacuum and in 2 mbar oxygen. However, since plural 
scattering is not removed from the present spectra the values can only be 
approximately compared to reference values and the error on the 
oxidation state is difficult to estimate. The observation of such a low 
oxidations state is not unique. For other perovskites, low cation oxida-
tion states have been reported at grain boundaries compared to bulk 
[14,15]. Co2+ has previously been reported for LSC with La-to-Sr ratio =
1. When elastic stress is applied high concentrations of oxygen vacancies 
in LSC have been reported [23,33–36]. Wang et al. found a Co L3-to-L2 
intensity ratio of ca. 5 [23], similar to that observed for Co in our model 
cell (Fig. 3a). 

A possible explanation for a low Co oxidation state in the present 
model cell could be related to strain. The strain in thin films has been 
associated this high oxygen deficiency [34,37]. Similarly, mismatch 
between the present LSC and YSZ could lead to stress or strain leading to 
an increased concentration of oxygen vacancies and therefore to the 
observation of Co oxidation states below expected values for bulk LSC at 
room temperature (Fig. 3a). 

When increasing the temperature above 400–500 ◦C, the oxidation 
state of Co in LSC increases (Fig. 3). There are different possible expla-
nations for this. 

Firstly, if this was only observed in oxygen atmosphere, this could 
suggest that LSC is oxidized by the gas phase oxygen. However, since the 
same trend is observed in vacuum, the results more likely suggest that 
oxygen is transported from within the materials when the temperature 
allow for sufficient oxygen ion conductivity. 

Secondly, once the structure reaches a temperature close to the one 
used during the deposition of the thin film by PLD (450 ◦C), the strain 
can be relaxed, and re-oxidation of Co2+ to Co3+ occurs in the strained 
areas. 

A third possible explanation is that the observed oxidation is a result 
of LSC decomposition. Instability of LSC in reducing environments or a 
low oxygen partial pressure at high temperature is known, and when the 
temperature becomes high enough, decomposition effects start to play a 
role [18]. This explanation is consistent with the discussion of the 
changes in the O-K edge fine structure and with the morphology changes 
at the higher temperatures commented on in relation to Fig. 2. The later 
applies best to the case in oxygen, and less to the case in vacuum where 
the morphological changes were less pronounced. 

The present results relate to the concept of “nanoionics”, a term that 
was coined to identify ionic conductors with nanometric features 
different from that of bulk materials [38–40]. The vicinity of hetero-
junctions can have a space charge layer (SPL) or lattice strain effects, 
leading to increase in the density of ionized species such as oxygen va-
cancies [41] and to superionic conductivity [42]. 

For the present system, the Co oxidation state approach bulk-like 
characteristics for temperatures where SOFCs/SOECs are typically 
operated (Fig. 3a). This means that the possible advantage of a nano-
ionic high conductivity effect across the electrode-electrolyte interface 
minimizes or even disappears at these high temperatures. 

The present study also highlights the importance of studying possible 
nanoionics effects in situ since the chemistry (Figs. 3–4) is shown to be 
sensitive to temperature variations and the gas environment influences 
morphology at the nanoscale (Fig. 2). 

5. Conclusion 

LSC-YSZ interfaces in a symmetric model SOEC/SOFC was analysed 

by environmental STEM-EELS in high vacuum and in oxygen at elevated 
temperatures. The crystalline specimen was grown as by PLD, but at 
temperatures above 400 ◦C, a fine grain morphology was observed at the 
LSC while the YSZ was apparently unaffected. EELS analysis indicates 
that the oxidation state of Co in LSC near an LSC-YSZ interface is lower 
than Co4+ expected for bulk LSC. However, the oxidation state for Co 
increases as the temperature was raised above 400–500 ◦C, both in ox-
ygen and vacuum, and the oxidation state of Co approached the bulk 
value when the temperature approach typical operation temperatures 
for solid oxide electrolysis and fuel cells. This offers a possible expla-
nation for reasonable good predictions of experimental results based on 
bulk values, despite observations of nanoionics effects at room 
temperature. 
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